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NOTICE

This report was prepared as an account of Government sponsored
work. Neither the United States, nor the National Aeronautics
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apparatus, method or process disclosed in this report.
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to the extent that such employee or contractor of NASA, or em-
ployee of such contractor prepares, disseminates, or provides
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SUMMARY

The objectives of this program were to: 1) perform a literature search on the weld-
ing and inspection of 2219-T81 aluminum alloy, 2) weld, by the industry standard
methods, the 0,063-inch sheet and 1, 0-inch plate material, and 3) perform mechani-
cal properties static fracture, and cyclic flaw growth tests on the base material,
welded, and repair welded sheets and plates.

A literature search and industry survey were performed and reported in the Interim
Report (NASA CR-72097 of January 1967). The plate and sheet were welded using
automatic GTA (gas-tungsten-arc, sometimes called TIG) weld techniques and manual
repair weld techniques. The fracture characteristics were studied at room tempera-
ture, -320 and -423°F by locating notches and cracks in the parent material, heat-
affected zone, fusion line, and the center of the weld metal., Mechanical properties
of the various zones were obtained by tensile tests utilizing small strain gages.

Welding causes a large reduction in yield strength for 2219-T81 sheet and plate
but only a modest reduction in ultimate strength. In general, the static toughness
properties of the base material sheet and plate increase with a reduction in tempera-
ture. However, the toughness in the center of the weld shows a significant decrease
between -320° and -423°F in both plate and sheet.

The cyclic crack or flaw growth for 2219-T81 is somewhat erratic for automatic
welded material and is very erratic for repair welded material.

PRECEDING PAGE BLANK NOT FILMED.
$5% ea N o
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1/INTRODUCTION AND BACKGROUND

Although a substantial amount of data has been generated in the area of fracture
mechanics in recent years, most of this information has been restricted to parent
metal investigations at room temperature. The American Society for Testing and
Materials (ASTM) has made recommendations for the specimen configuration of
fracture screening specimens (References 1 and 2) at room temperature. These
recommendations were primarily concerned with center-notched plane stress speci-
mens and single-edge-notched tensile specimens that made no attempt to simulate
flaws found in actual structures. At the same time, Tiffany, Lorenz, and Hall at
the Boeing Company had determined that the flaw most observed in aerospace appli-
cations is a surface crack resembling a thumb nail. (Reference 3). Such a crack,
in a rather thick material, can be quite serious since the crack depth is difficult to
determine and is likely to cause catastrophic failure prior to propagating through
the thickness. (Even worse is the totally imbedded crack that escapes detection
completely). Tiffany evaluated surface flaws in 2219 aluminum alloy plate under
static and cyclic conditions. However, since all structures must be joined in some
manner, it is probable that the most critical regions are not in the undisturbed
parent metal. In the case of aerospace vehicles, the most prominent joining tech-
nique is welding. It follows that a most useful program is to evaluate the toughness
of a potential aerospace material in a welded plate condition utilizing the part-through
crack technique. At the same time, the same material could be evaluated in the
welded sheet form by using the center-cracked specimen for comparison.

The 2219-T87 alloy sheet parent metal has been evaluated by various investigators
at room and cryogenic temperature (References 4 and 5).

Although, the evaluation of the flaw growth in weldments is undisputedly an excel-
lent idea, the results from such a program are subject to many possible variations
due to variables both known and unknown. Not the least of these is the effect of weld-
ing. Despite the fact that 2219 is a very weldable alloy (Reference 6), it is possible
that loose controls on weld specifications could cause wide variations in fracture
. properties.

With this in mind, the present program was designed to determine the state-of-the-
art in welding and inspection of 2219 aluminum alloy before proceeding. An attempt
was to be made to simulate standard production welding techniques rather than closely
controlled laboratory techniques. A brief review of recent literature indicates that
although 2219 is readily weldable, the repair welding of this material (or any material)
could possibly lead to the creation of an embrittled joint. Consequently, the degrada-
tion of the welded joint due to repair welding was examined in this program.



INSPECTION AND NONDESTRUCTIVE TESTING

A continuous effort is being made to improve nondestructive testing of welds and
weldments in aluminum alloys. Problems are evident both in the areas of defect
detection and, after detection, characterization of the defect. The distinction be-
tween detection and characterization must be clearly understood in order to fully
realize the benefits which can accrue from properly applied nondestructive testing.

An integrated program of flaw enlargement analysis correlated with nondestructive
testing is certain to improve the nondestructive testing techniques. On the other hand,
if the nondestructive testing can be sufficiently refined during an integrated test pro-
gram, it may eventually serve to drastically reduce the amount of destructive analysis
required.

If the physical limitations of a particular nondestructive testing method are not
understood, the test may be of little value. When a defect goes undetected after a
nondestructive test has been applied, criticism is often leveled against the test method.
In most cases, the legitimate target of the criticism should be the misapplication of
the test through lack of understanding of the basic principles.

A particular nondestructive test may also be misapplied if erroneous assumptions
have been made regarding the characteristics of anticipated defects. The sensitivity,
or detection ability, of a nondestructive test is highly directional with respect to the
major plane(s) of a defect, for example. Naturally occurring defects can assume an
almost infinite variety of characteristics in combinations and permutations of discrete
variables. Allowing that directional sensitivity is one of several critical factors,
certain assumptions are usually necessary to reduce expected defect shape and align-
ment to a specified number of most probable conditions.

Artificial defects, purposely created to be predictably unidirectional and specifically
shaped, provide an excellent basis for refinement of nondestructive testing techniques.
Since, at least to some extent, shape and size of flaws can be controlled and predicted,
many of the variables resulting from misapplication of nondestructive tests will be
eliminated. Effort can then be concentrated on the aspect of nondestructive testing
that requires the most refinement - that is, characterization of defects.

Refer to Appendix I for a complete description of the nondestructive testing as
applied in this program.




2/GENERAL TEST PROGRAM

The scope of this program, although quite broad, was not designed to provide sta-
tistical accuracy of data but was to examine various facets of the fracture area in a
promising aerospace alloy, 2219-T81 aluminum. The studies of weld and nondestruc-
tive testing techniques were designed to determine the production state-of-the-art in
U.S, aerospace companies as well as to point out possible deficiencies. Primarily,
the test program intended to obtain various fracture mechanics data for 2219-T81
weldments.

To study the effect of thickness, both 1.0-inch plate and 0.063-inch sheet were
studied. For each data point, parent metal tests were performed for comparison
purposes. Test specimens for sheets necessarily differed from those for plates, but
an attempt was made to duplicate test conditions. In general, the program was divi-
ded as follows:

Task I. Welding and Nondestructive Testing Literature Search

Task II. Testing of Parent Material and Weldments
a. Mechanical Properties Tests
b. Static Fracture Tests

c. Cyclic Flaw Enlargement Tests

Task OI. Repair Weld Tests
a. Mechanical Properties Tests
b. Static Fracture Tests
c¢. Cyclic Flaw Enlargement Tests
After testing, all fractures were examined visually. In cases where it was felt
that meaningful information could be obtained, light or electron fractographs were

obtained. Crack depth and flaw shape measurements were made on all 1, 0-inch
plate fracture specimens.

3/4



3/MATERIALS

The material used throughout this program was 2219-T81 aluminum alloy in two
thicknesses, 0.063-inch sheet and 1.0-inch plate. Similar work on parent material
was conducted by Boeing on 2219 aluminum in the T87 temper (Reference 3). Com-
panion projects originated by NASA LeRC at Douglas and Frankford Arsenal also
utilized the T87 material,

Previous work (References 3 and 5) has indicated that the T81 material is some-
what tougher than the T87. The differences in processing are:

a. T81 is heat-treated and stretched by the manufacturer while T87 is heat-treated
and cold worked approximately 9% by the manufacturer.

b. T81 is aged 18 hours at 350° F while T87 is aged 24 hours at 325° F (Reference 6).

The 1. 0-inch plate obtained from Alcoa was designated as follows:

Alcoa Aluminum Sawed Plate
Mill Finish
Spec. MIL-A-8920, Oiled

Chemical Analysis (percent by weight)

Silicon 0.20 max
Iron 0.30 max
Copper 5.8 t0 6.8

Manganese 0.20 to 0.40
Magnesium 0.02 max
Zinc 0.10 max
Titanium 0.02to 0.10
Others, each 0.05
Others,total 0.15
Aluminum - Remainder

The 0.063-inch sheet was obtained in 4 x 8 foot sheets under the same specifica-
tions from the same supplier.

5/6



4/WE LDING

The current practices for welding 2219 aluminum alloys were reviewed and the
results were reported in Reference 7. An industry survey summarized in that re-
port showed that a wide variation of techniques was being used in this country. It ap-
peared that each of the methods was acceptable because of the fact that 2219 aluminum

is so readily weldable. The procedures used by Convair division are summarized in
Table 1.

Inasmuch as all welded specimens planned for this program were to be welded
perpendicular to the grain direction, all welds were made in 4-foot wide sections,
corresponding to the width of the sheet or plate (Figure 1).

Materials were examined by ultrasonic inspection prior to welding. All welded sec-
tions were radiographed after each welding process or weld repair., Standard weld
specifications were used to accept or reject individual welds. In some cases, unac-
ceptable portions of welds were found outside of the areas that were to be used for test
specimens. In one case of repair welding of the 0.063-inch sheet, a tensile test speci-
men was cut from an area containing marginal porosity and tested. Since the perform-
ance of that test was erratic, a replacement specimen was cut from the same sheet
and tested satisfactorily.

Information obtained from the industry survey described in Reference 7 indicated
that most companies would permit three weld repairs before rejection of the part.
Some permitted more than three repairs in the welding of the 2219 aluminum alloy
due to its remarkable forgiveness.

WELD PROCEDURES

All welding surfaces were hand-scraped, draw-filed, and cleaned with MEK
(methyl ethyl ketone) just prior to welding. Although no backup bars were used for
the 1.0-inch plate material, mild steel backup bars with 1/8-inch deep by 3/8-inch
wide grooves were used with the sheet. All welds were automatic gas tungsten arc
(GTA, frequently called TIG) welds using direct current straight polarity (DCSP). The
sheet material was butt-welded in a single pass using 2319 filler wire while the plate
was joined in two passes (one from each side) without the use of filler. It was antici-
pated that there would be no mismatch problems with the 1.0-inch plate because of its
rigidity. However, a great deal of difficulty was experienced because of severe warpage
of the as-received material. '
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Figure 1. Welded 1.0-Inch Thick Plate Sections of 2219-T81 Aluminum Alloy

REPAIR WELDING

Repair welds were made on the original welds using the parameters shown in
Table 1. After the original sheet welds were made, inspected and accepted, the welds
were milled out to a depth of 0.040 inch. The repair was made with a single pass over
the milled-out portion. This procedure was repeated until three repairs were made.

For the 1.0-inch plate material, the original weld was milled out in the center of
the welded specimen to a depth of 0.5 inch. (See Figure 2.)

Figure 2. One-Inch Plate Weldment Showing Milled-Out Section Prior to
Repair Welding




Repair welds were made manually using GTA-AC techniques for both 0.063-inch
sheet and the 1,0-inch plate materials (Figures 3 and 4). The repair on the 0.063-
inch sheet was made in a single pass, while multiple passes were made on the 1.0~
inch plate.
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Figure 3. Manual Repair Welding of 2219-T81 Aluminum Sheet
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Figure 4.




5/TEST SPECIMENS

Various test specimen configurations were used to obtain mechanical properties
and fracture characteristics, including flat and round tensile specimens, center-
notched crack propagation specimens, and surface-notched plane strain fracture
specimens. (See Figures 5 through 9 for specimen configurations.) In general, weld-
ed test specimens had the same configuration as did the parent metal specimens with
the exception of the location of the notches.

TENSILE TESTS

All tensile tests were conducted on two general specimen configurations. (Figures
6 and 7.) Weld specimens were taken from the same pieces as were the fracture
specimens. In case of the 1,0-inch plate, round tensile specimens were taken from
the section of the plate between the large surface-notched specimens., All welded
specimens were determined to be radiographically acceptable according to current
specifications.

Welded tensile specimens were polished and etched in order to locate the various
weld zones prior to installation of strain gages (Figure 10). Originally, it was planned
to use separate tensile specimens for determination of the yield strength of the heat-
affected zones (HAZ). However, since the etching process was so effective in locating
the HAZ, and since the Convair strain gage laboratory was able to apply small strain
gages, it was possible to obtain stress-strain curves in the HAZ on the same specimen
used for determination of the properties of the welds. In several cases, the strain at
three locations (parent metal, weld zone, heated-affected zone) was obtained on a sin-
gle test specimen (Figure 11) with back-to-back gages. In some cases, the parent
metal tensile specimens were tested without strain gages by using a remote reading
cryogenic extensometer (Figure 12).

When the round tensile specimens were fabricated from welded 1.0-inch plate
aluminum and etched, the location of the HAZ was somewhat variable. The center
of the specimen corresponded to the center (of the thickness) or middle portion of the
welded plate. As a consequence, the intersecting planes of weld metal and specimen
surface caused a rather undulating fusion line. It was observed that the HAZ was
actually divided into two distinct zones, one of which was darker in color than the
other. An attempt was made to determine the stress-strain characteristics of both
zones. However, it was prudent to locate strain gages 180 degrees apart (back-to-
back) around the perimeter in order to eliminate eccentric bending effects. In most
cases, the HAZ was not exactly repeatable at 180-degree intervals. Nevertheless,
gages were applied and the outputs were recorded with reasonable results.
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Figure 12. Parent Metal Tensile Specimen with Remote Reading Cryogenic
Extensometer Attached

All tensile tests performed on weld specimens were repeated on similar weld re-
pair specimens,

CENTER-NOTCHED SPECIMENS

Center-notched crack propagation specimens were used for sheet base metal,
welded, and repair welded static and cyclic fracture tests. Notches were machined
in the center of the specimens (Figure 13) and extended by low-stress fatigue cycling.
(See Page 20, "Notches' for a more detailed explanation.) For welded specimens,
the weld bead was machined off and polished prior to slotting. Lateral stability was
provided for these 13-inch wide specimens through heavy clevises that bolted to the
ends of the specimens.

Several sheet specimens (13-inch wide) were surface-slotted in order to try to
study the flaw growth characteristics of the sheet materials under conditions that
approximated plane strain. Control of the machine slot and subsequent fatigue crack
extension was extremely difficult because of the thin gauge of material that required
extremely small dimensions of the surface slot.

19




Figure 13. Center-Notched Crack Propagation Sheet Specimens Showing Notches
in (Left to Right) Parent Material, Weld Zone, Fusion Line

1.0-INCH PLATE FRACTURE SPECIMENS

All parent metal, welded, and repair welded static and flaw growth fracture tests
utilized the same specimen configuration (Figure 8). The only variation in speci-
mens concerned the depth and shape of the surface notch itself. For flaw growth
tests, the notch was shallower than for the static tests. In addition, several repair
welded specimens contained internal flaws. These flaws were inserted in the repair
weld area by either machining or by depositing tungsten flakes (Figure 14) in the
bottom of the repair cavity during welding.

NOTCHES

A somewhat critical portion of the program concerned the insertion and location of
the notches in the various fracture specimens. Initially, all notch starters were
machined by the electrical discharge method. However, this process became ex-
ceedingly time consuming for the part-through notches in the 1.0-inch plate mate-
rial., Consequently, a tool was designed and manufactured that permitted milling the
surface notch much more economically.

The through crack specimens using the 0.063-inch sheet material were notched
with a Cincinnati ELEKTRO-JET* machine. The shape and size of the notch is

*Trademark.
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Figure 14. Radiographs of Intentional Tungsten Inclusions in 1.0-Inch
Plate Weldment

shown in Figure 9. The chisel-shaped notch tips were selected in order to simplify
dressing of the electrode and to minimize the possibility of the notch extremeties
being in different planes.

The starter notches for the 1.0-inch thick specimens were semicircular discs with
beveled edges (See Figure 15).

An attempt was made to provide a tip radius as small as possible in order to
facilitate fatigue notch crack extension. To a certain point, the machining of a very
sharp notch reduces the cost of testing by reducing the time required for fatigue
cracking. However, as the notch tip radius approaches 0.001 inch or less, the time
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SURFACE

Figure 15. Shape of Surface Flaw in 1.0-Inch Plate Material

required for machining increases exponentially. For this reason, the specimens
machined under this program were restricted to a maximum tip radius of 0.005
inch.

In all cases, the notches were machined in such a way as to permit fatigue crack
extension of about 1/10 inch before the test initial crack length was attained.

As has been mentioned, the shape of the notching tool was semicircular for the
surface-cracked specimens. Since the specimens were fatigue cracked in bending,
the surface stresses were somewhat higher than the stresses at the tip of the notch
causing the final crack shape to be semielliptical (desirable).

LOCATION OF NOTCHES

For the parent material specimens, notches were located at the midpoint of the
specimen length and symmetric about the transverse center line.

The notches were located in three different areas for the welded specimens as
shown in Figure 16.

In order to locate the proper zones, the weld metal was machined off until it was
approximately flush with the parent metal. The remainder of the excess weld mate-
rial was hand polished until an even surface and constant thickness was obtained.

The surface was lightly etched with Tucker's etchant to reveal the weld metal, fusion
lines, and heat-affected zones.

NOTCH SHARPENING
Prior to testing, the notches were sharpened by fatigue cycling at room temper-
ature using a maximum tensile strength of about 20 percent of yield strength of the

material. For the welded plate material, it was necessary to increase the surface
stress (bending) beyond 20 percent of the yield strength of the weld metal in order to
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Figure 16. Location of Notches in Welded Specimens
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extend the cracks within a reasonable amount of time. Since the bending stress at the
tip of the notch at the maximum depth was significantly closer to the neutral axis than
the outer fiber, the stress at this area was substantially less than the surface stress.

SURFACE NOTCH CONFIGURATION

The actual dimensions for the plate surface machine notches were obtained by assum-
ing the expected critical crack shape and working back from there. For static test
specimens, an a/2c of 0.25 was used. Assuming that the critical crack depth would be
between 40 and 50 percent of the thickness, the final machine notch depth of 0. 40 inch
was selected. Since it was anticipated that fatigue crack extension in bending would
cause greater growth at the surface than at the greatest depth of the notch, it followed
that a circular cross section for the machined notch would propagate into a semiellip-
tical flaw. Therefore all machined surface notches were shaped like segments of circles.

The shape of the machine notch for flaw enlargement specimens was selected in the
same manner, except that the 2/2c was 0. 10 and the machined notch depth was 0. 150
inch.

Fatigue crack extension was obtained by cyclic bending until the surface crack had
propagated approximately 0. 1 inch at each tip.
VARIATION OF HARDNESS IN WELD AREAS
In addition to visual identification of weld zones, hardness readings were taken of
various specimens. In several cases, sections were cut from weld areas, polished,

and hardness readings obtained. Typical variations of hardness in a welded plate are
shown in Figure 17.
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6/EXPERIMENTAL PROGRAM

The experimental program was divided into testing of base metal and welded
specimens (Task II) and testing of repair welded specimens (Task II). For each
task, tensile tests were performed to determine basic mechanical properties of the
parent metal and weldments. In addition, static fracture tests and cyclic flaw growth
(fatigue) tests were performed under the required conditions. Due to cost and time
limitations, only one specimen was tested for any particular condition. (There was
one exception; additional center-notched welded specimens were cycled at -320° F to
increase the statistical accuracy of the data for this condition.)

Room temperature tests were performed in one of three laboratories where the
temperature range was from 70° to 80° F. Tests at -320° F were performed in sev-
eral different cryostats containing unpressurized liquid nitrogen. Spot checks of the
actual temperature, using thermocouples attached to various test specimens, indi-
cated temperature variations no greater than +1° F.

For tests at -423°F, specimens were immersed in liquid hydrogen contained in
special closed cryostats (Figure 18).

For fracture tests, the cryostats contained viewing ports that permitted obser-
vation of the notched areas of the specimens during testing.

MECHANICAL PROPERTIES TESTS

Tests performed in this category included standard sheet tensile tests on base
material and welded sheets, and round tensile tests on base metal and welded 1.0-
inch plate,

In all cases stress-strain curves were obtained by either cryogenic extensometers
or strain gages and associated recording equipment. Ultimate strength, yield strength
modulus of elasticity, and elongation were obtained for all test specimens. Originally,
individual specimens were to be tested to obtain the yield strength of the heat-affected
zone and of the weld metal. However, since it was possible to obtain both values with
a single specimen (Figure 19), the total number of tests performed was reduced
correspondingly.

Strain gages were installed on both sides of sheet specimens and every 90 degrees
around the periphery of round plate specimens in order to minimize bending effects.
Data were obtained during testing by manual readout on an SR-4 Strain Recorder.
Readings were obtained until failure of gages or test specimens occurred.
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Figure 19. Strain Gage Installation on Sheet Tensile Specimens

A strain rate of 0.005 inch/inch/minute was used until yield strength was reached.
After that point, a head travel rate of 0.015 inch/minute was used.

For cryogenic tests, special quick-release clevises were used for all mechanical
properties tests (Figure 20).

UNIAXIAL FRACTURE TESTS — SHEET

Static fracture tests were performed on the 0.063-inch sheet parent metal and
welded materials utilizing a plane stress, center-notched fracture mechanics test
specimen. Crack growth was observed continuously by use of telescopes directed to
the crack front areas. Critical crack length was defined as the last reading detected
by visual observation. After failure, the fractured surface was examined to verify
crack growth. Loading rates were adjusted to provide sufficient time to obtain ac-
curate data in less than five minutes to ultimate fracture of the specimens.

Initial notch sharpening (crack extension) was accomplished by cycling at room
temperature at a stress level of about 20 percent of the room temperature yield
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Figure 20. Strain Gaged Sheet Tensile Test Specimen in Quick-Release Clevis

strength of the material. Because of the rather large size of the sheet specimens
(13 inches wide), cycling was performed in tension in a standard laboratory (Tinius-
Olsen) tensile test machine equipped with an automatic cycling programmer.

FLAW ENLARGEMENT OF SHEETS

Specimens used for fatigue testing were identical to those used for static testing
except for the initial length of the center cracks.

The maximum cyclic stress was designated to be 90 percent Fy, or 71.5 per-
cent of Ftu’ whichever was smaller. This requirement was relaxed during the pro-
gram due to difficulty in extending cracks in the weld material. Cyclic loading rate
was a minimum of 40,000 psi per minute. The crack length was monitored and re-
corded at frequent intervals during testing and the load was adjusted correspondingly.

In general, for each test condition and temperature, four specimens were tested

as follows: 1) slot in base metal, 2) slot in heat-affected zone, 3) slot in fusion line,
and 4) slot in center of weld.
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For repair welded specimens, the procedures were repeated except that no addi-
tional base metal tests were performed.

One series of tests was performed on 13-inch wide sheet specimens containing
only surface notches, These specimens were cycled at various temperatures to
determine if the surface crack would grow through the thickness before fracture
occurred,

UNIAXIAL FRACTURE TESTS — PLATE

All static, fatigue, base metal, weld metal, and repair welded plate tests were
performed on a plane strain fracture toughness specimen containing a semielliptical
surface flaw, Static tests were performed at room temper ature, -320° F, and -423°F
with notches located in the base metal, heat-affected zone, fusion line, or weld metal.
Flaw enlargement tests were performed on similar specimens containing shallower
notches. In several cases of repair welded tests, flaws were imbedded in the center
of the weld material prior to fatigue crack extension.

Notches were cut in the surface of the specimens by electrical discharge or milling
machine. The initial machine notch shapes were segments of circles approximately
1/10 inch shallower than the anticipated notch depth. The notches were fatigue cycled
in bending (Figure 21) at a surface stress of approximately 20 percent of the yield
strength of the material surrounding the notch. However, due to the excessive num-
ber of cycles required to extend the nbtch, the surface stress level was increased to
more than 30 percent of yield strength for part of the crack extension.

Originally it was anticipated that stress levels could be selected that would permit
failure of the specimens in from 300-500 cycles. However, the toughness of the
weld material and the rather low yield strength of the weld metal caused many of the
specimens to survive 500 cycles. As a consequence, fatigue cycling of welded speci-
mens was performed at 50 percent (approximately 20 ksi) of the corresponding stress
for the base metal specimens.

If failure did not occur before 500 cycles, the stress level was increased to 23 ksi
for 100 additional cycles. If the specimen survived the additional cycling, the stress
level was increased to 25 ksi for 400 more cycles., When a specimen was still intact
at 1000 cycles, it was statically pulled to failure.

During some of the room temperature flaw enlargement tests, ultrasonic inspection
techniques were used in an attempt to monitor crack grbwth. Sporadically specimens
were removed from the test machine and radiographed to compare the x~ray indi-
cations with the other nondestructive test techniques.
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Figure 21. Test Setup for Bending Fatigue Crack Extension of 1.0-Inch
Plate Material

32



7/TEST RESULTS

All test results are shown in either tabular or curve form in this report. Where
possible, results are presented in more than one form. In many cases, the data do
not give statistical comparative results. In those cases, the results are discussed on
an individual basis.

MECHANICAL PROPERTIES

Base metal, weld metal, and repair weld properties were obtained on both the
0.063-inch sheet and the 1.0-inch plate materials at 75, -320, and -423° F. Ultimate
tensile strength (F,); 0.02 percent offset and 0.2-percent offset tensile yield strength
(Fty); and percent elongation for base metal, heat-affected zones, weld zones, and
repair weld zones are shown in Table 2 for 0. 063-inch sheet and in Table 3 for 1. 0-
inch plate.

The variations of ultimate strength and yield strength with temperature are shown
in Figure 22 for 2219-T81 sheet and in Figure 23 for the plate materials.

STATIC FRACTURE TOUGHNESS

Tests for determination of plane stress fracture toughness for material loaded in
the longitudinal grain direction were performed on the base material, welded, and re-
pair welded sheet materials at 75, -320, and -423° F. Data obtained from these tests
are shown in Table 4. The 0.2 percent F,__ obtained from the mechanical properties
tests are shown in comparison with the net fracture stress (g n)+ Since the net fracture
stress for welded test specimens exceeded the yield strength, all fracture toughness
values are listed as "apparent' values.

Net and gross fracture stresses are calculated as follows:

0 — l—
G BW
o - P
n  B(W - 2a)
where
P = load at onset of rapid crack propagation (kips)
B = specimen thickness (inches)
W = specimen width (inches)
2a = critical crack length (inches)
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The plane stress fracture toughness was calculated as follows:

where

!

K
c

ma
GGV Wtanw
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Fracture toughness was corrected for the plastic zone by assuming that the final
crack length is equal to the critical crack length plus the length of the plastic zone as
follows:

2
1
99
ry =
2n (o S)
!
a = a+r
y
K =0 g Wi
c G w
where
ry = plastic zone correction
oys = yield strength of material containing the crack
a’ = crack length corrected for plastic zone
Kc = fracture toughness corrected for plastic zone

For comparison purposes, an approximate plane strain fracture toughness (Kj,) was
calculated by determining the load at "'pop-in'" by optical methods (Figure 24). The K,
was calculated as follows:

2ao
KIc = Qg b W tan _\7V_-
where
Op = gross stress at pop-in
2ap = crack length at pop-in

The variation of plane stress fracture toughness with temperature for base metal
and weldments is shown in Figure 25, and for repair welded sheet is shown in Figure
26.
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Figure 24.
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Although uniaxial static fracture testing of the plate paralleled the sheet testing,
the specimen and test techniques were different.
fracture toughness data were desired. The data were obtained through use of a surface-
cracked tensile specimen.
namely: 1) base metal, 2) heat-affected zone (HAZ), 3) fusion line, and 4) in the cen-
The results of the static fracture tests are shown in Table 5.

ter of the weldments.

Toughness With Temperature for 2219-T81 Sheet

STATIC FRACTURE - PLATE MATERIAL

100

For the plate material, plane strain

As in the sheet program, cracks were formed in four areas,
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Flaw dimension shown were obtained after fracture and reflect the greatest or criti-
cal dimensions of the crack. The direction of the maximum flaw growth is measured
from the intersection of the semi-minor axis with the ellipse by angular degrees to the
maximum flaw growth point, A 0° direction would indicate that the deepest penetration
of the crack was directly below the center of the surface projection or on the minor
axis of the semi-ellipse. The fracture stress is the gross value, with the reduction in
total cross sectional area ignored, Two plane strain fracture toughness (Kje) values
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are shown; the first for the flaw depth at the minor axis of the semi-ellipse (o = o),
and the second for the flaw at the angle of greates flaw growth (o # o).

Plane strain fracture toughness was calculated using the following equation:

chz = 1.21m7 0'2 (%)
where
0 = gross stress on section at instability (ksi)
a = flaw depth (inches)
Q = flaw shape parameter

The flaw shape parameter can be obtained from curves found in various publications
~ (References 1 and 3) or can be calculated as follows:

o
Q@ =[&-0.212) ()%
ys
where
® = complete elliptical integral of the second kind

This equation was solved for several values of % and the results were plotted in

. ys
Figure 27. If the stress intensity Kl is desired at a point not on the minor axis, the
expanded form of the critical stress intensity factory may be used:

2 2 2 .2 1
(@ cos o +c¢ sin a)]
Q 02

KI =1.1/71 o

Another method reported by Tiffany, Lorenz and Shah (Reference 8) and attributed
to F. W, Smith (Reference 9) substitutes two multiplication factors as follows:

K =M1’Mk’/Tr‘o(

a 1/2
I Q)

where

=
!

free surface coefficient

finite thickness correction (sometimes called the deep flaw stress
intensity magnification correction)
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Smith calculated Ml' for various values of—zaz and for values of o between 0 and 90
degrees. (See Reference 8, p 73.) For o = 0 degrees and an 2—1— of 0.1, the Ml' value is
about 1. 09, slightly less than the 1. 10 suggested by Irwin. (At 0 degrees, Smith's
factors vary from 1.03 to 1.09 as-—za;c- varies from 0.5 to 0.1.)

The finite thickness correction is based on the theory that as the crack grows through
the thickness, the stress intensity is magnified by the back surface of the plate. (Irwin's
equation neglected this magnification effect and was restricted to critical crack depths
of less than 40 percent of the thickness.) Again Smith has calculated Mk' values for

various combinations of 210 » which are plotted by Tiffany, et al (Reference 7, p 74). In
a
the case of a semicircular flaw (-é—c- = 0.5), the magnification factor is negligible. How-

a
ever as the flaw becomes longer (EE decreases), the Mk' increases to about 1.7 for%:

of 0.20 and an % of 0.70.

This technique was used to calculate the KIc values when o was not zero (« # 0).

FRACTURE APPEARANCE

In many cases it becomes impossible to describe or tabulate the appearance of the
fracture surfaces. Consequently it was deemed desirable to include photographs of the
fractured surfaces themselves for the benefit of the reader. Figures 28 and 29 show
factured surfaces for all static plate tests at each test temperature. The reader can
determine the resultant data for each test by use of the corresponding specimen identi-
fication number in Table 5.
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-320°F
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WELD METAL, 10

FUSION LINE, 18

HEAT AFFECTED ZONE, 12

-423°F
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FUSION LINE, 23

HEAT AFFECTED ZONE, 15
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| TR PR R O
Figure 28. Fracture Surfaces of 1.0-inch 2219-T81 Tested in Static Fracture at
Various Temperatures. Marginal Notes Indicate Test Temperature
and Location of Surface Flaw Relative to Weld Bead.
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75°F

HEAT AFFECTED ZONE, R20

FUSION LINE, R7

WELD METAL, 16

-320°F

WELD METAL, R13

FUSION LINE, R16*

HEAT AFFECTED ZONE, R4

*Specimen did not fail through flaw.

-423°F
HEAT AFFECTED ZONE, R11*

FUSION LINE, R17

WELD METAL, R9

B W 51 *Specimen did not fail through flaw.

Figure 29. Fracture Surfaces of Repair Welds in 1.0-inch 2219-T81 Tested in Static
Fracture at Various Temperatures. Marginal Notes Indicate Test Tem-
perature and Location of Surface Flaw Relative to the Repair Weld.
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CYCLIC FLAW GROWTH TESTS - SHEET

Cénter—notched base metal, welded, and repair welded sheet specimens were cycled
at room temperature, -320 and -423°F. Results of these tests are shown in Table 6,

Several tests were performed on the 0.063-inch sheet material using a 13-inch-wide
specimen containing a semielliptical surface crack. The results of these tests are
shown in Table 7.

Typical crack growth characteristics of the sheet materials are shown in Figures 30
through 37.

In one case (designated as the worst case situation), a group of specimens was
tested under the same test conditions. These tests were of cyclic flaw growth in welded
2219-T81 sheets at -320°F, The history of crack growth with number of cycles is
shown in Figure 35. The notch was located in the center line of the weld and the maxi-
mum stress level was 20.5 ksi. (The load was adjusted during testing to maintain a
net stress of 20,5 ksi during crack growth,) For comparison, the crack growth of the
repair welded sheet at -320°F is shown in Figure 36 for each of the areas tested.
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Figure 36. Crack Growth for Welded 2219-T81 Sheet at -320°F (om = 2,5 ksi)
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CYCLIC FLAW GROWTH TESTS - PLATE

All cyclic plate tests utilized either a semielliptical surface flaw or a totally im-
bedded flaw in the center of the weldments. Because of time and financial restrictions,
it was not always possible to fatigue a specimen to failure at a single stress level. As
a consequence, the following procedures were used for welded and repair welded speci-
mens:

a, Cycle at 20 ksi to failure or 500 cycles (whichever occurred first).

b. If specimen survived 500 cycles, increase stress to 23 ksi and cycle to failure or
100 additional cycles,

c. If specimen survived 600 cycles, increase stress to 25 ksi and cycle to failure or
300 additional cycles.

d. I specimen survived 900 cycles, it was statically pulled to failure,

In some cases, Steps c and d were modified slightly to permit additional cycling.
A summary of all plate fracture tests is shown in Table 8.

Since it was virtually impossible to measure flaw depth growth during testing, no
curves are available that parallel those obtained from testing of the sheet material.

Flaw enlargement data for all 1,0-inch plate fatigue tests are shown in Table 9.
All flaw measurements were determined after fracture of the specimens. Initial flaw
size is considered to be that flaw size that occurred immediately after low stress notch
extension, Final flaw size is either the critical flaw size if fracture occurred due to
cycling or the maximum flaw obtained during cycling. In some cases it was possible
to obtain several flaw sizes for various stress levels when failure did not occur within
500 cycles, A substantial amount of engineering judgement was required to determine
the initial and final flaw sizes. In addition, the crack growth behavior is quite erratic
in weldments and repair weldments, The reliability of the data presented is a function
of such erratic behavior,

In several cases, the repair welded specimens survived less than one cycle, The
cause of these apparently premature failures was a combination of variability of the

repair weld material and the scatter in mechanical properties data.

The appearance of fractured surfaces is shown in Figures 38, 39, and 40 for plate
flaw enlargement test specimens.

63



endyed = J
opes = S
aanfrey oN = AN

pomred ‘sz e S3[0Ad 9T LAN ‘€2 18 891042 001 00S 38 AN 02 m| J i
MoI8 SyorI1) ‘PoTTe] ‘GZ 18 891040 023 ‘AN ‘€2 18 91940 001 005 18 AN 03 ZVH| 4 11
S3j0RI0 S[qISIA ON ‘JIN GZ 18 89[040 00¢ ‘AN ‘€2 18 S9104d 001 00G 38 AN 0z Td| A LT
91040 Zg 19))® S[I]ISTA SHOBID 44 (457 ndg| Jd cd 194 4n
o AN 1SY G T¢g 1S9} O11e)S ‘1SY Gg I S9104d 0§
‘1Y G 1g 0} 9[04D oUO ‘ISY GZ I SO[0AD Q0¥ ‘1SY €7 1€ S04 001 00S 78 AN 03 T4 J 02
183 GF 7€ 591940 0G 18 AN 18Y GZ JB S9[04D L6 ‘I1SY g G 03 A[240 3UO
4183 T'H% O} 9[0Kd dUO 18y GZ 18 SO[24D 00€ ‘I1SY g7 1® S3[240 00T 005 78 AN 03 ZVH| d 21y
1S3 GZ 1€ SO[0AD ¢ ‘ISY €7 18 S9[040 001 00S 1% AN 0z nm| 4
Ly 145 2 ndg| 4 vd 03¢~
1S3 g7 78 9IN[TEJ Pod [Md ‘183 GZ 18 SO[PLD 0G¥ ‘1Y €7 18 SI[04D 03 0SL 38 AN 02 ZVH | 4 <t
18 Z "0¢ 189 o11BIS ‘IS 0§ 78 S04 001
‘9 *9Z 18 So10A0 Q0T ‘ISY GZ T8 SI[PAD 00T ‘IS £2 18 Se[042 0001 0.6 18 AN 02 Td| 4 ¥2
1SY g7 78 S91040 6L ‘183 9 "1Z 18 SA[240 00T 00S 18 AN 02 M| a S
‘pue drad ur parred 6€S ey ng| 4 sd )
L°62 14| S £2
S 0¥ ZVH| S ST
9°02 M| S 6
d .£2¥- O pParofo uowrroads SIYL nda| - - €3y-
18y g *gg ut-dod | 0°6¢ ZVH| S A
18y § °gg ur-dod | g°S2g M| S (118
ui-dodg | ¥°2¢ 14| S 8T
ur-dod | §°2S Wg| s 9d 0ze-
1sdg°8z | 3°0¢€ ZVH| S iat
ur-dod | 9°12 Td| S £1
18y ¢ 'gg ut-dod | L°Gg M| s 8
ui-dod | G'8¥ ndg| s ed SL
S)JBWAY pue SI[0AD [BUONIIPPY aanyie | (1sy) | paysal |odAL juorteorynyusapl (I,)
0] S3104)D ssaa)g | ®Oay | 3s9] | uswiIoadg aanjeiadwia J,
[e19N PI9M Pue [BJ9JN 9SBY
9reld 18.1L-6122 JO SISO danoel g 9lqel

64




uow10ads prom aredeyg = 4

-

ondned = J
onels = §
aanyrey oN = JN
212 ZVH| S *ITYH
¥°62 TA| S *xLTYH
gg"cT1 m| s *6Y egh-
— | 8°¢g3 ZVH| S *PY
1% g *gT ut-dod | 9°92 Td| S *9TYd
— | 2761 nMm| s AR | 028~
8761
7% 8 I ur-dod | £°0g ZVH| S %024
9°gg ur-dod | 8°€2 Td| S A |
— | 9°%1 M| s *9T <)
IMI @seyd 1redoy pem
yojou
1S3 03 I8 po[red 62T 18 AN 01 ‘Yoo | I 44
uoIsud)xs yojou Juranp palred ‘[our m *6T
*¥o *Juf * T
$91049 0L T30} ‘1SY G "6 J& PAITe] (1S¥ ¢ "8T 03 dn ‘pOsSn S[AAS] SSOUIS SAJOM], 00T 78 AN | LT°% | "pour m| d *9d gL
gL 1572 Wg| 4 11 £Th-
193 99 '63 I8
aanyrey 189] oNEIS LN ‘ISY GZ JB SO[040 00€ ‘AN ‘I1SY €2 I8 S9[040 001 005 18 AN 02 m| I T =i
porreg ‘I1SYGg J& SO10AD g9 ‘AN ‘1S3 £Z e S9[040 00T 00S 78 AN 02 M| 9 m
1Y 9T "$¢ I8 m
aanyre} 1891 o11eIS (AN ‘1S3 GZ I8 SO[040 00¢ ‘AN ‘ISY §£Z Je S8[040 001 00S 18 AN 02 m| J g &
£Ig 02 M| a 14 egh-) ©
1S} 9°¢¢g 78 aanyie] 189} 011€)8
‘AN ‘0g 7€ 91040 00S ‘AN ‘IS GZ 8 SO1040 9TF ‘1SY €7 1 S3[040 001 00S 78 AN 02 | *x6TH
‘our M
pafred ‘gz e So104d g 00G 78 AN 02 (reutojul) Jg 4 €gh-
SHIBWSY pue SO[0L) [BUOTHPPY aanjreq (1s3) | poayso],|adL], | uoneoy1jUap] (d.)
0} S9194)D Ssaq)g | ®OIY | 1S9, udwoads | sanjeaadwag,
[e1°IN PIoM Pue Tej9IN aseq
panurjuo) ‘ayeld [8L-612Z JO SISAL dampdrad ‘8 9qeL

65



a1o4o 3sayy Surinp pofred 4

uwowroods prom xredoy *
ondned = J
onelIs = S

aanirejy oN = AN

Maa13 yorexD 18y £3 1€ S9[040 21 00S 78 AN | 0703 ZVH| 4 *8YH

Ma13 Joea) ‘1SY 67 18 89040 9T ‘AN ‘€7 B SO94d 00T 00S 7% AN [ 0702 d) d x[cd
I> |48°ST m| d *8TH £ey-

1S3 g "€¢ Je aanjley o1jelg 00518 AN | 0°0% ZVH| 4 *L

qmoasd g "0+ SOIPAD 0Tg ‘yYImoad g0 "0+ SIOAD LIZ Z2I8 | 8°61 Al d *x£Y

ported | 6°2¢ m) Jg *xGTH SL
SjIeWoYy pue Sa[oAD [eUOIIPPY aan[req (1sy) | pe3sa], |adAL |uoneoyuapl (J.)
0} S9124)D sS993 | ®Aay | 1S9l uaw10adg aamjeaadwa j,
III 9seyd areday pem
papnjouo) ‘@3eld 18.L-612% JO SISO aanpoead g alqel

66




oCL = 0 ‘YoUI-CL°P = v} *pouTW IdRP AJ93BIND0R 9q jou pMmod ydap Me[) [BONILID YL
ol9 = B ‘YOUl-gz°0 = V *2IN30RIJ 19318 YIHOp MB[] [IIM SI]OAD SNOLIBA JE SUOISUIIXD }OBId 9oejins Surredwod Aq spew
PRI = g4 8Jom SIUDWLINSEIW I7ZIS MB[J °SBuipuaq dO13els £q om) UT UdYolq sem uawroadg °painjoei) pud drad,
aanpreq oN = AN Burpuag Aq sanyreq = dd «
) sz ® 91
(AN) €2 ® ~ 001 (IN) 005 | o16°0 0°12 2761 SV T| SSTT|STP0 | 61°T| S0S°T [063°0( S20°0 } 0702 | T0°9| TO'T M ¥
«(AN) ¢z ® oog
(AN} €2 © ~ 00T (IN) o0S 9570 0°6¢ 8712 151 e£°2/cg9'0 | L 1| 09°1[985°0]S%0°0 | 0°02 | 20°9} T10°T Td4f (€d) L1
A szodoLz| 099°0 1°9¢ 69°1{ 69°2]086°0
(JIN) €2 ®» ~001 | G€L70 v°2e 9 1| ¥¢°3[598°0
(AN) 00S £€6°0 9°62 8°¢2 9°1| gr-z)ogLo | es 1| s.8°1 fors 0| s20'0 | 0'02 | 0079 TO'T ZVH 11
) zL] 990 G°SL 0°1¢ SS 1| $09°g|o6L°0 | 9%°T| 08L°T |¥S¥ 0} G300 ) 0'e% | TO'9| TO'T aseq 1d
(@) ¥e| S%6°0 X 0°8S gg 1| €1°2[699°0 | 2v°T| 86°'T [025°0[S20°0 | 0°SH [ 10°9| 10°T | °sed €| €2%-
(1) sz D¢
(IN) €3 ® ~ 001 (IN) 005 | S¥8°0 2°€2 9°61 L2°1| e6°1|0Sp°0 | 6T°T| 0S°T [00€°0{ S20°0 | 0702 | 00°9| TO'T WM 4
AN S IED T
(IN) $2 ® 09
UN) S 1E@ T
(IN) S2 ® 00%
(IN) €2 ® ~ 00T (IN) 00% 850 €63 Z2°L1 28°0{ L¥S'T|181°0 | 960l L¥c 1 |181°0| S20°0 | 0'02 | 66°G| TO'T 14| (6d) 03
«(IN) ¥ D 0¢
(JIN) 5% @ L6¢
(AN) €2 ® ~001 (IN) 005 ¥°o 9°6% 891 ZL°0] 26% 1| L12°0 | 86°0[ €8% T {oLT°0[S20°0 | 003 | TO°9} TO'T ZVH| {g4) 31d
(1) Lv 8870 €°6S %°3¢ 6S°T| 0£°2f;082°0 | ¥P T| 6¢8°T |21S°0] €20°0 | 0°SH [ 00°9| TO'T | 9sed yd| oze-
(1) €°¢2 © 6L 5560 |(2"52="Ix) S0°1 €20
(IN) 9°12 © ~ 00T (IN) 00S | SS6°0 2 ¢4 ¥°03 10°T] 08¢ 1) S0€°0 | €6°0| 08S°T [c82°0] 800°0 [ 0702 | To"9{o0t10°T WM S
01 ® "Ied 18IS (8" ve="T31) 92" 1} ¥6°T
(dAN) 0°0¢ ® 00T
(IN) 9°92 @ 00T
(IN) 82 ®~ 001
(IN) €2 ® ~ 0001 (IN) 026 | <L8°0 2°22 ¥61 62T} £0S°T |,02%°0 | ¢6°0| 0S°T [$€2°0|800°0 | 0702 | 0079 T0°T T4 ¥2
* (IN) osL - €12 862 L3 1] 2sv'g|se9 o | 201 9212 |2se 0| 800°0 | 0°02 | 0079 TO°Y ZVH| tdd) ¢H
*% (IN) 665 | ve6°0 6°%S Z°1¢ 0z't} ces'z{stso | 8e 1| ce8°1 {s16°0| 28°0 | 0'ev [966°C|0TO'T | osed|.(@d)sd| S
(189 ur peoy) aanped Ty Myl Curr 1s) | Curr s | o futozlcunte | fo [cunogeunte] umm | xew | m 1 adf], | saquny | (1.)
s)IBWaY 0} Sa104)D Ty 1 9715 MB[J Teulq 9z1§ MBI [eBIIIU] (1s3) (-ur) roadg |uawoadg [‘dwag,
A Dp‘ssamg azig *oadg 1891
$S0ID J1[04)D

SUOTIIPUOD PIPI2M~SY PUE [EI9IN 9SBY

Lol[v wnuiumiy T81L-612% YouI-0' T I0F BJed YIMOID meld O1[0L) 6 9[qEL

67



(1) 52 ® 99 PapIRM
(IN) €2 &~ 00T (AN) 00S 86°0 Z2°%3 9°¢2 v 1| $08°T [965°0 | S€ T GLL°T |8€%°0[S%0°0| 0°0% | 66°S| SO°T -8y 9
2°'v¢ 11} oneIs
(AN) 82 ® 00¢ papiem
(AN) €2 ® ~ 001 (IN) 00S 01 ¥ 02 +°03 911} 09G°T {SL2°0 | 9T°T| 09S°T [SL2°0{S20°0| 0°0T | L6°G| 2B0'T -sy ¢
L°SZ © 18} oNBIS 16°0 98 44 6050
(AN) 2 © ooe pPaplom
(IN) €2 ® ~ 001 (AN) 00S 16°0 28 74 3°2%2 $F 1| 6€8°1 |08%°0 | 96 1| 6€8°1 {09%°0[S20°0| 0702 | 00°9| 90°1 -sy 1
) e1e o't 322 222 $S T} €S2°1 |L0S°0 | ¥S°1| €54°1 (205705200 | 0702 | 00°9| 90°'T| aredey 1Y [€2—
(d.£2%- 18 PaISa], PIOM Ul MEB[J 90BJING) UONTPUOD 2SBD ISIOM Papidom 11edoy pue paplom-sv
1 Loe1=lIy 9% T| 92L°1 |LS%°0 93L T [LS%°0 P PTO|S86°6 | 6S0°T M 814
@) sz®9T| 0L9°0 [+ ¢4 ¥9'1| 2¥'g [ge8 0
(AN) €2 ®~001 ] LSL'O S 08 09°T| 13°% {9¥L°0
(IN) 00s | 026°0 Z2°q2 1°¢2 8%°T| or1°2 |619°0 | 0£°1| €48°T {SS¥°0}S20°0 | 0°0T |810°9| 00°T T4 124
09L°0 9°2¢ 6V T| 9%°2 |26L°0
208°0 6°0¢ 6% 1| 62°2 [0TL°0
(3) €2 ® ~ 31 (IN) 005 | ¥¥6°0 £°92 8°%2 71| 21" |0¥9°0 | 62°I| 86°T {085°0}S20°0| 0°0Z | 86°G| 2O'T ZVH 84 |gct-
(It v 2e="Iy €0°T| 99¢°1 | 9270 G9S°1T | 9270 6°22 | 86°G| 10T WM s1y
(1) 218 €88°0 €08 8°92 Se'TI| 86°C |SE8°0 | 61°I| TS°Z {SLS°0[800°0| 8°61 | 109 10°T T4 €d
2 €27 © [re} oneig (AN) 005 | €S6°0 9°62 ¥'¥3 9¢'1| €0°2 |085°0 | €3°T1| ¥6°T {98%°0{800°0| 0°02 | 86°S| 00°1T ZVH L {SL
{1y ut peoy) aanpreq Hy My | cur prs | curpisw] I |Cupdozfcunte| Yo fcuploglcuple]| um | xew | m ! adAL | toquny | (4.)
syIeway 03 89[04) iy Iy 9ZIg Me[] Teury 9218 me(J [en] (1s%) (cur) *oadg | vewroads | dwalL
Dp ‘ssaa318 az1g -oadg 1S9l
§80a0) J1[04D

uoTIIPUOD paprem Iredey

pjuo) ‘Ao[[y Wnuiwmy [8L-6123 Youl-0° T I0F ejed YmoaD mel OI[04D °6 9[qelL

68




*MB[J JeuIsjul oY) asae[us o) Jdws)je
UE Ul POST 31aMm SBTDAD (L JO (€10} B 10} 1SY L 9T 0}  wody SurSuel S[oAd] SSOIISxx
‘§159) UOT10919p HOBID DTUOSEII[N J0J PAIUSWNIISUI 2IoM SUSWIIOAdS 3SaYL «

€2 D parre} Cly) g-12
y1m013 31qISIA ON (AN) 00g hp oer| 9271 T#'T | €22°0 | 800°0| 0°02 | 66°¢ | 10" 1] ryour ussBuny, (St
9°¢¢ D I1e] ouEIg
UN) og D 00s
yimoa3 ou (IN) €2 D 00V
mq ‘uorsny Jo yoe[ snid UN) €2 ® ~ o001
£318010d xedUI] IQISTA (AN) 00S 800°0 | 0°0Z | 96°C | 00°T| Ansodod Jeaury 61y €3¥-
voaR (mery
UOISNOUI Ul PIJED0] Jou aoens) 4 11 99° 1 01°2 LL°0
seaae yimoxd a[qista oML | 9324 1841 uo payred | (uaysBumy) 99 36°T €01 82°0 'L | 66°¢| TO'T| °7ouf ussSung o61
«e S°61 D 18] 211EIS
yimoa3 oiqisia oN | (AN) €°8T 01 ¥ B ~€0L 0°81 131 o1°1 92°0 | 800°0| S'6T | 00°9 | 00°T *Jou[ uAjSUNL o9
0Z D IteJ onjerg
WGN) 91D 8
Yimoxd a[qrsia oN (AN) 0°9 D ~S3T VLT 't L0'1 12°0 | 800°0| 0°02 | 00°9 { 00'T| yoIoN pPauryoepy Prdat SL
SyIeway (18){ u1 peoy) Cupsy) | (Cun | (Cuy Yag | Cun Y| runy | xen M 1 adAy, JIaquiny ()
aan[rej 0} S9[04) Iy az1g med (1s3) (-ur) j09J9Q uowroadg | *dway
Tewrajuy [eijIug Dp ‘ssoamig az1g [euaaiuf 1897,
S$S0I5) DI[IAD uawitoadg

SMEB[J [BUIdjU] YIim Spro.y Jreday

pepniouo) ‘Ao[[v wnurwniy T8L-6123 YouI-0' T I0J Bjeq YIMOID MEBLI OI[0LD *6 O[qEL

69



75 F

BASE METAL, B5
WELD METAL, 5

FUSION LINE, 24

-320°F

BASE METAL, B4

WELD METAL, 2

-423°F

BASE METAL, B1
BASE METAL, B2
WELD METAL, 4

HEAT AFFECTED ZONE, 11

Figure 38. Fracture Surfaces of 1.0-inch 2219-T81 Tested in Cyclic Fracture at
Various Temperatures. Marginal Notes Indicate Test Temperature and
Location of Surface Flaw Relative to Weld Bead.
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75 F

HEAT AFFECTED ZONE, 7
FUSION LINE, R3

WELD METAL, R15

-423°F

HEAT AFFECTED ZONE, R8
FUSION LINE, R21

WELD METAL, R18

Figure 39. Fracture Surfaces of Repair Welds in 1.0-inch 2219-T81 Tested in Cyclic
Fracture at Various Temperatures. Marginal Notes Indicate Test Tem-
perature and Location of Surface Flaw Relative to the Repair Weld.
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(o]

75 F

MACHINED NOTCH, R22
TUNGSTEN INCLUSION, R6
TUNGSTEN INCLUSION, 19

-423°F

LINEAR POROSITY, R19
TUNGSTEN INCLUSION, R2

WORST CASE: FLAW IN WELD
METAL TESTED
AT -423°F.

NUMBERS: R1
1
3
6

Figure 40. Fracture Surfaces of Repair Welds in 1.0-inch 2219-T81 Tested in Cyclic
Fracture at Various Temperatures. Marginal Notes Indicate Test Tem-
perature and Type of Internal Flaw in the Repair Welds.
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8/DISCUSSION OF RESULTS

MECHANICAL PROPERTIES - SHEET

The strength of 2219-T81 sheet increases with a decrease in temperature between
75 and —423°F (Table 2, Figure 22). The same generalization can be made for both
the automatic TIG welds and the manual repair welded sheet. The results obtained
show small scatter for the base metal (whose ultimate strength varied from 65,2 ksi
at 75°F to 94,9 ksi at -423°F) but a great deal more for the 0, 02 percent and 0,2 per-
cent offset yield strengths of the weldments. Inasmuch as a single specimen was
used to obtain stress-strain curves for both heat-affected zone (HAZ) and weld metal
zones, the ultimate strength for the welded specimen represents only the strength of
the weakest section, namely the weld metal., For purpose of calculating the plastic
zone correction at the weld fusion line for center-notched specimen tests, the average
yield strength between the HAZ and the weld metal was used, Perhaps the most signi-
ficant portion of the mechanical property data is the ratio of the yield strength to ulti-
mate strength, For comparison purposes, these ratios are listed as follows:

Base Metal Weld Heat-Affected Zone
75°F 0.785 0.475 0.553
-320°F 0.75 0.430 0.329
-423°F 0.71 0,413 0.498

The values used for obtaining the yield strength to ultimate strength ratios were
average values for 0.2 percent offset,

Several interesting observations can be made, First, the yield strength of base
metal is about three-quarters of the ultimate strength, At the same time, the yield
strength of the weld metal is almost always less than half the ultimate strength of the
joint,

For both the base metal and the weld metal, the ratio decreases with a decrease

in temperature,

The similar ratios for the repair welded sheets fall between the base metal and the
automatic welded material.

Atypical stress-strain curve is shown in Figure 41. In the lower elastic region, the
curves for the weld metal and heat-affected zone are almost identical. As the propor-
tional limit is passed, the curves draw apart but then continue at the same slope. In
most cases, the modulus of elasticity is the same in both zones,
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MECHANICAL PROPERTIES - PLATE

The mechanical property characteristics of plate were very similar to those of the
sheet (Table 3 and Figure 23) for the base metal and automatic welded materials.,
However, when the plate was repair welded, the properties became very erratic.

For example, the ultimate strength of the welded plate increased from 41 ksi at 75°F
to 64 ksi at -423°F. However, when the same material was manually repair welded
three times, the variation was from 31 ksi at 75°F to only 34 ksi at -423°F,

PLANE STRESS FRACTURE TOUGHNESS (K¢)

Variation of the Kc with temperature for base metal and welded sheet is shown in
Figure 25. At room temperature, the static fracture toughness (corrected for plastic
zone) of the heat-affected zone (HAZ) is greater than that of the base metal, However,
at -423°F, the K of the base metal is 108 ksi /in, compared to 92 ksi /in. for the
HAZ. In general, the toughness of this alloy increases with a decrease in temperature.
However, the corrected K¢ for the automatic TIG welded sheet shows a decrease at
-423°F, For the manual repair welds, except for the fusion line, the K, (corrected)
increases continuously with a decrease in temperature.

VARIATION OF PLANE STRESS FRACTURE TOUGHNESS WITH LOCATION OF CRACK

One of the important phases of this program concerned the relative fracture tough-
ness of various zones in the vicinity of the welds, Representations of the K, variation
with weld zones are shown in Figure 42. All K, values shown are corrected for the
plastic zone. In addition, the uncorrected values are shown at room temperature.
Again, the values obtained were for only one test for each test condition and are sta-
tistically unacceptable. In the case of room temperature, a small amount of scatter
could vary the ranking of the various zones. The results shown for room temperature
tests indicate that the corrected K, for the heat-affected zone is tougher than any other
zone including the base metal. However, at -320°F the corrected K, values of the
HAZ are the lowest of all zones. The results at -423°F behave as one might expect
with the K, decreasing from the parent metal down to the center line of the weld. The
apparent KIc values obtained from the center notched specimen tests are also plotted
(Figure 42c) to show the similarity between the two fracture toughness concepts. Ano-
ther examination of the results (Table 4) shows some interesting trends.

When the uncorrected Kc values are plotted at 75°F (Figure 42), the resulting
curve is more like what one expects with the highest value at the base metal zone de-

creasing continuously to the center of the weld,

The only difference between the two sets of values is the plastic zone correction:
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APPARENT FRACTURE TOUGHNESS, K (ksiin.)
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c. Temperature = -423°F (t = 0. 063 Inch)

Figure 42. Distribution of Apparent Kc With Weld Zones, Concluded
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The only term that can cause a change in the relative ranking of the corrected K
values is the yield strength. As has been discussed, the yield strength of either the
weld or heat-affected zones is less than half the base metal yield strength, At the same
time, the ultimate strength in the weld area is about two-thirds the ultimate strength
in the parent material, It appears that the correction for plastic zone is too severe
for the weld zones. It may be that the substitution of ultimate strength for yield strength
in the plastic zone correction would be more accurate despite the apparent discrepancy,

PLANE STRAIN FRACTURE TOUGHNESS OF 1,0-INCH PLATES

Results for static fracture tests on 1.0-inch-plate material are shown in Table 5,
All tests performed in this portion were plane strain syrface-notched tests. The varia-
tion of plane strain fracture toughness with temperature is shown in Figure 43 for base
metal and automatic welded specimens and in Figure 44 for manual repair welded speci-
mens. Actually the base metal specimen test at -423° F was not performed since the
anticipated load exceeded the capacity of the test machine, In addition, the repair
welded HAZ specimen tested at -423°F and the repair welded fusion line specimen test-
ed at -320°F did not fail through the surface notch, The odd failures of these two tests
are an indication of the erratic behavior of 2219-T81 plate that has been subjected to
three repair welds.

For purposes of discussion, the Kjc value obtained from the base metal sheet test is
used in Figure 43 to complete the curve,

Nevertheless, the results are quite revealing, The Ky, of the base material is sub-
stantially greater than that of any other zone at all test temperatures. As was expect-
ed, the toughness of the heat-affected zone (HAZ) is higher than any part of the weld for
the automatic welded plate. Not expected was the lower ranking of the HAZ tests after
the plate had been subjected to repair welding. Again the problems associated with
locating the notch in the HAZ and the fusion line of the plate material could cause the
discrepancy, particularly after repair welding, which causes broadening and overlapp-
ing of the weld zones.

The Kj¢ for all zones except the weld metal increases with a decrease in temperature,
However, the toughness of the weld metal, either as-welded or repair welded, shows a
distinct reduction between -320° and -423°F, In fact, the as-welded plate (weld zone)
toughness decreases continuously with a decrease in temperature, '

This loss of toughness in the weld metal at -423°F was observed in the sheet tests
also (Figure 25).

NET FRACTURE STRESS

A great deal has been written about the relationship of the net fracture stress to the
yield strength of the material as a criterion for acceptable fracture toughness data
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(Reference 1). In general, most investigators believe that the net fracture stress
should not exceed 80 percent of the yield strength for plane stress tests and should not
exceed 100 percent of yield strength for plane strain tests. Two reasons are suggest-
ed for this requirement, namely: 1) the basic stress analysis is based on linear elas-
tic theory, and 2) as the average stress approaches yield strength, stress concentra-
tions cause the stress in a portion of the material to be elevated into the plastic region
resulting in progressive failure due to general yielding.

The plastic region of welded material does not resemble the same region in parent
materials however, particularly when the base metal has been subjected to a complex
tempering process and the weld metal has not, Without performing sustained load test-
ing in the plastic region, it is not entirely proper to say that the weld metal will fail by
general yielding when the stress exceeds an arbitrary yield strength obtained by an off-
set method.

It was not the intent of this program to design a new plastic theory of fracture
mechanics., However, it is necessary to understand the limitations of the data. A

comparison of net stress to yield strengths for various tests is desirable.

For sheet tests the following ratios are obtained:

Net Stress/ Net Stress/
Temperature (°F) Zone Yield Strength (0.2%) Ultimate Strength

75 Base Metal 0.74 0.58
HAZ 1.44 0.80

Fusion line 1.40 0.72

Weld 1,47 0.70

=320 BM 0,64 0.48
HAZ 1,23 0.57

FL 1.13 0.51

w 1.26 0,54

-423 BM 0.81 0.57
HAZ 1,12 0.56

FL 0.93 0.42

W 0,90 0.37

At all temperatures, the base material meets (or practically meets) the 80 percent
requirement, However, in no case does any other zone qualify. In fact, only at -423°F
does the yield strength exceed the net stress. A rather interesting observation can be
made concerning the net stress to ultimate strength ratio. In all cases, this ratio is
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0.80 or less, Although the ratio for base metal is noticeably less than for all other
zones at room temperature, this difference minimizes at -320°F and is reversed at
-423°F where all other zones show lower ratios than the base metal.

At room temperature the net stress to yield strength ratio for all weld zones is
about twice as high as the base metal ratio. At the same time the net stress to ulti-
mate strength ratio for weld zones is only 1.2 to 1,4 that of the base metal, Again,
the reason for these discrepancies is the large decrease of yield strength that is suf-
fered by the 2219-T91 alloy due to welding,

The corresponding results for 1.0-inch plate are:

Temperature (°F Zone /
p (°F) on cN/c s 0Ny
75 BM 0.91 0.72

HAZ 1.38 0.68
FL 1.14 0.50
w 1.46 0.59
=320 BM 0.84 0.64
HAZ 1,58 0.68
FL 1.42 0,57
w 1,15 0.42
-423 HAZ 1.39 0.63
FL 1.0 0.46
w 0.70 0.32

The results are even more striking here, In all cases but one, the net stress to ulti-
mate strength ratio is less for welded zones than for the base metal, while the net stress
to yield strength ratio is always greater for welded zones than for the base metal.

Although the usual fracture criteria are violated in the aluminum weld tests, it is
unrealistic to attempt to meet them since the required stresses would be far below those
found in aerospace application which, after all, is the real problem area.

As may be seen from a typical weld stress-strain curve shown in Figure 41, the
behavior of an aluminum weldment can not be expected to be well characterized by a
linear-elastic stress analysis. Thus the difficulty arises in interpreting the data, but
as these conditions are typical of those found in welded aluminum structures, these
problems are real. It is expected that behavior of the surface flawed specimens in
this program, even under general yielding, should be similar to the same type of flaw's
behavior in an actual vehicle. The through-the-thickness flaws may be subject to
greater errors because of the finite-width effect, but past experience with 2219 alumi-
num indicates the results are conservative. Much work needs to be done in the area
of plastic fracture mechanics to alleviate this problem.
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CYCLIC CRACK GROWTH - SHEET

The crack growth of the sheet was determined under a maximum sfress level (ten-
sion) that was virtually constant during testing. The minimum stress level (tension)
was applied simply to prevent the sheet from being subjected to compression loading
or buckling due to a change in length (caused by deformation or slippage). Some of the
crack growth is shown in Figures 30 through 36.

In the early part of the program there was some consideration given to the size of
the initial crack length., Some of the specimens were machined with a crack length of
about 30 percent of the sheet width, However, it was desired to limit the maximum
fatigue stress to 90 percent of yield strength (or 71.5 percent of ultimate), At the same
time it was desired to limit the net fracture stress of the static fracture specimens to
80 percent of the yield strength. Consequently, a fatigue specimen with a 30 percent
crack length should fail before one cycle was completed. For this reason, the length
of the crack was changed to 1/2 inch to provide some crack growth at higher stress
levels before failure. Nevertheless, some tests were performed with a 30-percent
initial crack length. After the program began, the cyclic maximum stress level was
set at 40.5 ksi for base metal tests and 20.5 ksi for welded specimen tests.

The general crack growth characteristics of the base metal sheet are similar at the
three test temperatures. It appears that there are two distinct rates of growth; the
initial rate is slow, but speeds up as fracture approaches. The initial rate is approxi-
mately 300 cycles/inch, which speeds up to a maximum of about 10 cycles/inch as
fracture becomes imminent for the sheet material at 75 and -320°F.

The growth rate in the center of the welded sheet is somewhat greater than the rate
of crack growth in the heat-affected zone., In fact, at ~423°F, the crack grew slower
in the HAZ than it did in the base metal (Figure 34). In addition the HAZ sustained
many more cycles than the base metal at -423°F,

Ironically, the repair welded sheet lasted longer and cracked at a slower rate than
did the automatic welded sheet at room temperature when the crack was located in the
center of the weld (Figure 31). This was not the case at -423°F however, where the
total cycles to failure of the welded sheet (center of weld) exceeded the cycles to failure
of the repair welded sheet (Figures 34 and 35). It should be noted that at -423°F, the
specimen with a notch in the center of the weld was inadvertantly cycled (at -423°F) at
a lower stress level for several thousand cycles before the maximum stress was in-
creased to 20.5 ksi. At that time the crack growth rate was very high (about 20 cycles/
inch) but quickly changed (after 20 cycles) to a very slow crack growth rate (2500 cycles/
inch) for about 600 cycles. At this temperature, the repair welded sheet assumed
growth characteristics that resembled the growth rate of the as-welded fusion line at
-423°F, Again, at -423°, the growth rate in the repair welded HAZ is the lowest of
all tests performed. One might expect to find erratic results for crack growth in the
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HAZ and at the fusion line because of the difficulty in identifying these areas. In addi-
tion, the HAZ and fusion line become even more complicated as multiple weld passes
are utilized (as they are in repair welding), Furthermore, the repair process frequent-
ly calls for removal of the weld material before additional repairs can be made. This
process only multiplies the possibility of errors.

Crack growth rates at -320°F show the same sort of erratic behavior as did those
rates at other temperatures (Figure 33). At this temperature, the crack in the HAZ
started growing at the same low rate as at other temperatures but increased drastically
at about 1100 cycles. Even then, the rate of growth of the crack in HAZ was less than
the rates in other zones.

A rather interesting phenomenon occurred in the heat-affected zone of the welded
sheet at 75°F. One test, cycled at 11 ksi (90 percent of Fty) grew at the usual low rate
Figure 31). However, a similar specimen tested at 20.5 ksi showed some remarkable
growth characteristics, For the first 110 cycles, the crack growth rate was about 320
cycles/inch. At that point the crack extended suddenly 0.4 inch in the next 5 or 6
cycles. Here the growth rate reverted to the original rate until about 240 cycles were
completed. At 250 cycles, the crack grew into the weld metal, and the growth increas-
ed to a rate resembling that of other cracks in weldments.

The statistical problems associated with testing insufficient numbers of specimens
are demonstrated in Figure 36, which shows the crack growth variation with cycles for
five welded sheet specimens at -320°F. Four of the five specimens have approximately
the same growth rates, although one of these started erratically, In addition, four of
the five fractured at about the same final crack length. However only three of the five
show the kind of behavior that is suitable for good statistical accuracy, All five of the
specimens contained the same type of initial crack in the center of the weld metal. The
behavior of the repair welded sheet on the same scale (Figure 37), which is what one
might predict, shows that the difference between the growth characteristics of, say, the
fusion line and center line of the weld is comparable to the scatter obtained from the
five welded specimens with the crack at one location.

Nevertheless it appears possible to obtain good crack growth data if sufficient tests
are performed.

CYCLIC CRACK GROWTH - PLATE

The behavior of welded and repair welded 2219-T81 aluminum plate is quite erratic
when subjected to cyclic loading (Table 9, Figures 38, 39, 40 and 47),

In some cases specimens survived 1000 cycles at more than 20 ksi maximum stress.
In several cases, repair welded specimens fractured while the load was being applied.
for the first cycle. In other tests, fractures occurred in areas away from the notched
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section of the specimen. In one case, during initial fatigue crack extension, a crack
grew from the corner of the weld rather than from the sharp notch. Observation of the
fractured surfaces demonstrates the erratic behavior of the welded specimens.

One specimen (Number 11, Figure 38), with the notch in the heat-affected zone, which
was tested at -423°F, shows a large, bean-shaped crack path that appears to have pro-
pagated through the thickness. The roughness of the repair weld metal is clearly shown
in Figure 39.

Fracture surfaces of repair welded specimens containing internal flaws (Figure 40)
show distinctly different characteristics from those of the automatic welded specimens.
In one case, the crack propagated in a section completely removed from the rather
severe tungsten inclusion. Higher magnification of several fractured specimens, shown
in Figures 45 and 46, permits closer observation.

The specimen that was notched in the fusion line (Figure 45) and cycled at room
temperature shows a peculiar unsymmetric fatigue growth pattern. It is possible that
such behavior was due to the fact that the fusion zone is not planar but curves through
the thickness of the plate.

In the case of the crack in the center of the weld (Figure 46), a more classic semi-
elliptical fatigue pattern is clearly visible. The heterogeneity of the weld metal is also
visible.

An attempt was made to use the polarized light technique described by Tiffany,
Lorenz, and Hall (Reference 3) for determination of flaw growth. However, those
portions of the flaw growth that were not distinct under white lighting were also not dis-
tinct under polarized lighting.

Convair agrees with Tiffany, Lorenz, and Hall (Reference 3, p 19) that neither of
these methods is reliable for measuring the flaw size and shape.

STRESS INTENSITY RATIO

According to Tiffany, Lorenz, and Hall (Reference 3), the cyclic life of material
containing a flaw is a simple function of the ratio of the initial crack intensity factory
Kj; to the critical crack intensity factor KIC (Figure 47). Assuming that the welded
material is reasonably homogeneous, and that Tiffany, Lorenz, and Hall are correct,
one might conclude that a welded plate (particularly 2219 aluminum) would behave in
the same fashion. Unfortunately, some of the specimens fatigued under this program
did not fail and others failed only after the maximum stress was increased. Neverthe-
less, the variation of the log of the cyclic life with 8L is shown schematically in
Figure 47 for various tests. Kle
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Figure 47. Schematic of Cycle Life Variation

In the cases where the cyclic stress level was raised during testing, the Ky; value
was obtained as follows.

1) After fracture, the cracked surface was examined for evidence of crack
growth. In most cases, arrest lines were visible and, by prudent examina-
tion and interpretation, it was possible to relate the arrest line and crack

depth to a particular cycle.

2) The Ky; value was calculated by using the crack depth associated with last
arrest line prior to fracture.

In those cases where a fatigue specimen was fractured by a static load, the same
procedure was used for calculation of K. However, since failure did not occur due
to fatigue, the true cyclic life is greater than the cycles recorded. This condition is
illustrated by an appropriate symbol (containing a horizontal arrow) on the curve of
Figure 48,

The tests that were performed represented many different conditions (temperature,
stress, etc.) and locations of cracks. There was little duplication of conditions in the
program. Nevertheless, many of the tests are plotted on the same graph in Figure 48,
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The results are somewhat surprising. For example, at -423°F, virtually all of the
points (except the repair weld results) fall on a straight line. Furthermore, it is pos-
sible that a curve could be constructed for the results at -320° F. However, at room
temperature, insufficient fractures prevent any sort of accurate curve to be drawn.
Still, one might consider the results obtained by Tiffany, Lorenz, and Hall which show
a curve that could be compatible with some of the results obtained in this program.

At any rate, it appears that for a given KIi/ KI c ratio, the 2219-T81 plate can with-
stand less cycles at -423° F than at any other temperature, and that this relationship
is somewhat independent of whether the material is welded or not. However, when
several repair welds are made, the results are virtually unpredictable.
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9/CONCLUSIONS AND RECOMMENDATION

1. The yield strength of 2219-T81 sheet and plate decreases significantly when
welded. The reduction of yield strength is much greater than the corresponding re-
duction in ultimate strength.

2. Base metal 2219-T81 sheet and plate toughness increases with a decrease in
temperature. Plane stress and plane strain fracture toughness of the heat-affected
zone increases with a decrease in temperature; the HAZ is less tough than the base
metal but tougher than any other zone. The weld metal region has the lowest fracture
toughness of any of the regions tested.

3. The weld area fracture toughness (plane stress or plane strain) of automatic
welded 2219-T81 sheet or plate decreases significantly between -320 and -423°F.

4. The behavior of welded 2219-T81 aluminum plate is quite erratic after three
repair welds have been made. The toughness values of repair welded 2219-T81
aluminum can be substantially lower than those of the new welds [KIC (Repair) =~
15 ksi/in., Ky, (Weld) ~ 22 ksivin, ] .

5. Cyclic flaw growth rates are generally higher on the weld metal than any other
region tested.

6. At normal operating stresses, the critical flaw size for 2219-T81 parent metal
and welds is quite large (a~ 1/2 inch, 2c ~ 2 inches) given the standard 2:1 weld land
buildup.

7. Due to the very low possible toughness of repair welds, it is recommended that
repair welding be kept to a minimum with 2219 aluminum as serious material property
degradation is possible. Note that all repair welds (except for the flaw simulation
tests) on this program meet all government specifications for welds and would be fully
acceptable in an aerospace vehicle.

8. Tungsten inclusions appear to reduce the fracture toughness of the welds quite

considerably and thus should always be removed. Further examination of this prob-
lem would be useful.
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APPENDIX I
NONDESTRUCTIVE TESTING

Nondestructive testing was conducted throughout all phases of the program and
served two basic functions: 1) as an inspection and quality evaluation tool, and 2) as
a means for assessing and monitoring flaw characteristics.

I-1/TEST METHODS
The test methods and procedures used for quality evaluation are outlined below.
PENETRANT TESTING

The 0.063-inch sheet was tested with water-washable fluorescent penetrants.
Very minor indications of isolated pits were seen in Sheets 2-6, 2-8, and 3-4. More
extensive corrosion pits, although not a severe attack, were noted in Sheet 4-6.
Some weld joint preparations were also tested but due to the pre-weld preparation,
which involved fairly heavy scraping, the test was discontinued.

The welds in 0.063-inch sheet were penetrant tested with solvent-removable, visi-
ble red dye. The penetrant aided significantly in establishing an optimum weld sched-
ule. Selection of the repair weld specimens was, to some extent, based upon the
penetrant results. Porosity was the major defect type noted; however, small crater
cracks were also noted. Care was exercised to assure coverage for a full inch on
either side of the weld centerline.

Both visible red dye and fluorescent penetrants were used to assess the quality of
the weld filler wire. Prior to each weld, a sample of up to 10 feet of wire was run
off and tested. One spool of wire found to contain an intermittent seam was rejected
on the basis of the penetrant test.

The same procedures were followed for the 1.00-inch plates. No significant sur-
face or edge indications were noted. No cracks were found in the welds, although
some surface porosity was identified.

ULTRASONIC TESTING

The 0.063-inch-thick sheet was tested with an ultrasonic technique in which the
incident energy was passed through the sheet and reflected from a smooth metal plate.
The amount of energy reflected varied according to the homogeneity of the sheet
through which the transmitted energy was directed. This technique is extremely
sensitive to laminar discontinuities. As a gauge of sensitivity, two wires, 0.012- and
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0.018-inch diameter, were placed on one end of the sheet. Figure I-1shows the ultra-
sonic C-scan image of the two wires. No discontinuities were found in any of the
0.063-inch material.

The 1.00-inch plate was ultrasonically tested by conventional pulse-echo immer-
sion techniques. Both longitudinal and 45-degree shear wave techniques were used.
The test sensitivity was established on 2/64-inch-diameter, flat-bottom drill refer-
ence standard blocks of 7075-T6 aluminum. Several discrete discontinuities, prob-
ably inclusions, were foundin 1.00-inchplate parent metal. However, each was noted
and welding arranged such that the position of these dzfects would be away from the
weld areas. The defects were small, providing reflections less than the reflections
from 5/64-inch diameter flat-bottom holes in the reference standards.

After welding the 1.00-inch plates, contact ultrasonic tests were conducted on all
welds. Numerous discontinuities were noted. However, all were correlated with
radiographic indications. The test frequency was 2.25 MHz and both 45- and 60-
degree refracted shear wave angles were used.

RADIOGRAPHIC TESTING

All welds were radiographically inspected. Radiography enabled immediate assess-
ment of the weld schedule. Specimen selection was largely based upon the combined
results of the radiographic and ultrasonic tests. Lengths of welds containing defects
were segregated by the NDT and used for weld repair specimens.

EDDY CURRENT TESTING
Eddy current tests were conducted on one 0.063-inch sheet weld. However, be-~
cause of the inherent conductivity changes associated with the weld, the sensitivity at

which practical operation could be obtained was too low to detect any but surface-
connected defects. Subsurface linear porosity was not detectible.
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I-2/FLAW GROWTH TESTS

The remainder of the nondestructive testing was associated with flaw growth and
characterization. Ultrasonic, radiographic, and eddy current tests were used to
monitor flaw growth. On some static fracture specimens in room temperature tests,
penetrant tests were compared with visual examinations. The techniques used and
results of these tests are summarized below.

ULTRASONIC TESTS ON 0.063-INCH SHEET FLAWS

A 70-degree shear wedge block (Figure I-2) was fabricated so that lateral movement
of the transducer could be made. The 0.063-inch center-notched specimens were pre-
pared prior to entry into the testing machine by finding the position toward and away
from the notch that provided maximum pulse-echo response from the notch. The block
was then bonded to the specimen using Eastman 910 adhesive. This adhesive was
found effective to bond the acrylic wedge to the aluminum surface. One disadvantage,
however, was that, in the removal of the wedge, the edges tended to chip away. Since
th& block was intended for subsequent reuse, this breakage, even though of minor ex-
tent, was undesirable. It was later found that several of the clear silicone adhesives
were effective as couplants and did not cause breakage of the block upon removal. The
silicone adhesives were used for the majority of the tests with the only objectionable
feature being the one- to two-hour cure time at room temperature.

Figure I-2, Shear Wedge Block (70 Degrees) Fabricated to
Provide Lateral Transducer Adjustment

I-5




Neither the pulse-echo nor the through-transmission techniques yielded greater than
a 2 to 1 ratio between ultrasonic amplitude change and actual flaw growth. On thicker
specimens (0.250- and 0.375-inch titanium) previous experience demonstrated a 6 to
1 maximum response ratio. At this order of response, measurements of amplitude
change provide accuracy of about 0.005~inch in determining flaw extension. It is
assumed that the failure to obtain greater response was primarily influenced by the
thinness of the 0.063-inch specimen. Phasing, multiple mode conversion, and wave-
guiding reduce the effectiveness of the transverse wave in thin materials.

With only a 2 to 1 response ratio available from the instrumentation, visual obser-
vation is more accurate. The amplitude of the ultrasonic A-scan signals can only be
measured within about 0.050 inch.

ULTRASONIC TESTING OF ARTIFICIAL FLAWS IN ONE-INCH-THICK SPECIMENS

An ultrasonic through-transmission shear wave test was used to detect crack

propagation during fatigue testing of the 1.00-inch specimens. It consisted of two
transducers on either side of the defect in the weld as shown in Figure I-3.

TRANSMITTER RECEIVER

\\/\ FLAW /\4
X

\WELD

Figure 1-3. Schematic of Shear Wave Test Setup

The transmitting transducer sends an angle beam through the thickness of the speci-
men which reflects off the bottom surface and is intercepted by the defect. Since the
beam is wide compared to the size of the defect, part of the beam travels around the
defect and reflects off the top and bottom surfaces before reception by the receiving
transducer. When a crack initiates and propagates from the defect, more of the beam
is intercepted and, therefore, a reduction in signal amplitude results. Conversely,
when the transmitting transducer is converted to the pulse~echo mode, the portion of
the beam that reflects from the defect and subsequently the bottom surface, as shown
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in Figure I-3, returns to the transmitting transducer. The signal response is the
opposite, because more of the beam is reflected as a crack enlarges, and an increase
in reflection amplitude results.

A specimen undergoing a bending fatigue test is shown in Figure I-4. The trans-
mitting and receiving transducers are shown both on the top surface. The wedges are
bonded to the specimen with silicone rubber adhesive, which stays intact during test.
Figure I-5 shows the complete test setup, which includes the fatigue testing machine
and the ultrasonic instrumentation.

It was assumed that the crack would initiate from the defect in the weld. This was
not the case for one of the specimens (Specimen 19). In Specimen 19, the crack
started from the edge of the specimen and was not detected ultrasonically until it had

Figure I-4. Ultrasonic Transducers for Through-Transmission
Test In-Situ on the Fatigue Test Machine
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propagated towards the weld and intercepted the acoustic beam. The effect was a
decrease in the through-transmission signal from 2.3 to 2.1 inches amplitude.

Specimens R6 and R22 were fatigue tested in slow cycle tension-tension with the
same ultrasonic setup. Both specimens broke during the first cycle at the highest
load. The cracks propagated too rapidly to enable distinguishing between crack initi-
ation, crack growth, and failure by the ultrasonic technique, except with automatic
signal monitoring and recording. It was assumed all three events took place in a few
seconds at most.

Of six plate specimens ultrasonically tested while undergoing cyclic fatigue notch
sharpening, significant data were only obtained from one. This specimen was instru-
mented with a single transducer, and amplitude data were taken in the reflection mode
only. These data are as follows.

Figure I-5. Ultrasonic Test Instrumentation Used During Cyclic Flaw
Enlargement on the One-Inch-Thick Plate Specimens
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Cycles

1,200
1, 865
9,000
2,800
12,000
13,700
15,000
17,000
18,000
19, 500
20,170

A definite increase was noted with a maximum at 13, 700 cycles.

Reflection Amplitude

(inches)

0.
.90
.00
.00
.25
.30
.25

o e = O

[ St

80

o

o« L

.20
.20
.20

At less than

21,000 cycles, the adhesive bond between the transducer wedge and the specimen
started to fail. It is probable that the apparent decrease reflected in the data was,
in fact, an early indication of this bond failure.

EDDY CURRENT MONITOR FOR FLAW GROWTH IN 0.063-INCH SHEET

A probe holder was fabricated to provide accurate positioning for the eddy current
probe. Figure I-6 shows the holder, which provides X and Y motion transmitted by
the adjustment screws provided. The probe holder was adhesively bonded to the

Figure I-6. Eddy Current Probe Holder
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specimen and adjusted so that the edge of the starter notch just perceptibly influenced
the instrument meter. Both X and Y datum lines were established at this point. The
probe was then moved approximately 1/2-inch to a fixed stop on the holder. This
provided an unaffected area, which could be used to zero or calibrate the instrument.
With the probe in the calibrate area, a reading was taken and established as a refer-
ence point. Just prior to taking readings to assess flaw growth, the instrument was
calibrated to the reference reading on the unaffected material. The probe was then
moved to the original X, Y datum and a reading taken. If the reading was found to
vary from the previous reading, the probe was moved some measured distance along
the X and Y axes until the original reading was obtained. Then AX and AY were read.
In this manner the tip of an advancing flaw was tracked. The eddy current instrument
used was an impedance tester.

Specimen 2-2-1 was tested as described above and the data follow.

Inches
Cycles X Y

0 0 0

10 0 0

15 0 0

25 0 0

35 0 0

45 0 0

60 0.04 0

70 0.06 0

85 0.06 0

108 0.07 0
1,250 0.10 0.005
2,470 0.13 0.005
3,250 0.18 0.005
5,200 0.19 0.010
7,000 0.19 0.010

The final X measurement of 0.19 inch compares with 0.20 measured optically and
0.205 measured radiographically. The only limiting factor in the precision of the
method is in the manipulating device. Further refinement of the probe holder would
permit noncontacting measurements to be recorded automatically and even establish
feedback to the testing machine to change load or shut down.

RADIOGRAPHIC TESTING FOR FLAW ENLARGEMENT STUDIES

High-resolution radiographs on single-emulsion Eastman Kodak Type R film pro-
vided images that could be measured within less than 0.005 inch. On the center-
notched sheet, radio-opaque putty carefully inserted in the notch afforded much more
accurate measurements,
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Measurements were made radiographically at periodic intervals on one of the room-~
temperature specimens (2-2-1). Radiographic measurements were in agreement with
visual observations within 0.020 inch. Two of the 0.063-inch specimens with part-
through or "thumb-nail' notches were radiographically tested. On parent metal Speci-
men CF1 no crack extension was noted. Figure I-7 shows the measurements taken
from the radiograph of Specimen CF2. These cracks were not visually apparent.

A radiograph of Specimen 3-4-2, made at 830 cycles, proved an interesting subject
for microdensitometry. Crack extensions measured on the radiograph were 0.530 and
0.350 inch compared with 0.468 and 0.305 inch measured visually. The longer crack
lay in an almost vertical plane for about 0.130 inch, then transitioned to a plane esti-
mated at about 30 degrees from vertical. Figure I-8 is a reproduction of the radio-
graph in that area. Two microdensitometric scans were made, one at each arrow.
Figure I-8 shows the recordings that resulted.

Figure I-9 is a scan of a radiograph from Specimen 20, a 1.00~inch plate weldment
with the flaw in the fusion line. Note the indication from the opposite edge of the weld.

Figure I-10 is a scan across the part-through notch of Specimen CF2. Note the
sharp spike corresponding with an almost-through crack.

Figure I-11 is a scan across Specimen R12, a 1.00~inch-thick specimen notched
in the heat-affected zone. Note the symmetrical shape across the width of the weld,
which had been machined flush.

These scans illustrate the feasibility of densitometric scanning as a potential means
of automatically interpreting films.

Another contribution from radiography was initiated as a result of examination of
the post-fracture appearance of Specimen B3. The protruding tongue or lip led to
some conjecture whether the 1.00-inch plate might not be affected by a condition noted
previously by Convair on other programs involving 2219 alloy. A 0.500-inch-thick

0.010 INCH 0.005 INCH
0.010 INCH

Figure I-7. Measurements From Radiograph of Specimen CF2
(Looking Down on the Specimen)
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plate of 2219-T81 had exhibited a band through the center that was deficient of copper.
An X-ray fluorescence analysis revealed copper variation of greater than 1 percent,
with the least amount in the exact center plane. To test for this condition on this
program, three cut-out sections remaining from the '"dog-bone'" machining were
selected. One was from base metal Specimen B3, in which the odd fracture occurred,
and the other two from Specimens B2 and B6, which failed in a ''normal" manner. An
""end-on' radiograph of all three pieces in simultaneous exposure revealed a strip of
slightly higher film density about 1/4-inch wide in the exact center of B3. B2 and B6
did not contain any evidence of this condition. Figure I-12 shows the microdensito-
metric scan, which reveals the difference from B2 and B6. The 0.04 D shown on
the B3 specimen is indicative of copper deficiency in and about the center plane of the
original plate,
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Figure 1-8. Microdensitometric Scans of Cracks in Specimen 3-4-2
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5mm

Figure I-10. Microdensitometric Scan
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